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EXOVA
104, Nordic Avenue, Pointe-Claire, Québec, H9R 3Y2
Tel: (514) 694-5400 Fax: (514) 695-0659
www.exova.com TEST CERTIFICATE

Procoat Finishing Ltd.

8065 Huntington Road,

Woodbridge, ON  L4H 3T9

Canada

Eric RoeRequested by:

Description: Coating with MIL-DTL-5541 TY II 
CL 3 and MIL-PRF-23377 TY 1 CL C2

Job: 10467 Material: 5 test panels 3'' x 10'' 6061T6 
aluminum

Item: job: 10467 (5panels)

Salt Spray Test

Actual TimeExp tempDimensionsSpec. type Angle pH Concent. Pit Diameter Total pits Panel Pits per panel Test Method

hours°Fin % NaClTest ID

3X10 6°panels 92-97 168 6.5-7.2 4-6 ≤0.031 0 1204745 0 ASTM B117 rev. 

18

2 0

3 0

4 0

5 0

≤0.031  Requirements:  

 15Max. Requirements: 5

Disposition

Conforms to requirements.

EXOVA submits this certification as the confidential property of our client. It shall not be reproduced except in full, without the written approval of 

EXOVA. The recording of false, fictitious or fraudulent statements or entries on this document may be punished as a felony under federal law.

Aerospace/military samples shall be retained for 6 months, other samples, see contract terms and conditions.

* Denotes the laboratory is accredited to the identified test method by ISO 17025 but not by NadCap.

** Denotes the laboratory is not accredited to the identified test method by ISO 17025 or NadCap.
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